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DIGITAL INTERLAMINAR PEELING TESTER

The energy absorbed is measured after the specimen is impacted 
at a given angle and weight, and the interlaminar peeling strength 
of a corrugated board is indicated. 

RELEVANT STANDARD
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DEVOTRANS

·  TAPPI-UM403

Impact angle 90° 
Capacity 0 ~ 0.25 ft-lb  

0 ~ 0.50 ft-lb 
Control device HMI (touch screen)+PLC 
Length from axis of pendulum arm to center line of impact end 228.1mm 
Dart diameter 8.0 mm 
Number of specimens 5 sets 
Dimensions (approx.) 70 cm *35 cm *63 cm（W*D*H） 

Weight (approx.) 42 kg 
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